
 

 

 

 

 

 

 

酸化チタン（ナノ粒子、アナターゼ型）の 
 ラットを用いた吸入による 2 週間毒性試験報告書 
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FIGURE 1  TITANIUM DIOXIDE AEROSOL GENERATION AND INHALATION 

EXPOSURE SYSTEM 
 
 
FIGURE 2 PARTICLE SIZE DISTRIBUTION CURVE  0.2 mg/m3 

 
 
FIGURE 3  PARTICLE SIZE DISTRIBUTION CURVE  1 mg/m3 

 
 
FIGURE 4 PARTICLE SIZE DISTRIBUTION CURVE  5 mg/m3 

 
 
FIGURE 5 PARTICLE SIZE DISTRIBUTION CURVE  25 mg/m3 

 
 
FIGURE 6  BODY WEIGHT CHANGES OF MALE RATS IN THE 2-WEEK 

INHALATION STUDY OF TITANIUM DIOXIDE 
 
 
FIGURE 7  BODY WEIGHT CHANGES OF FEMALE RATS IN THE 2-WEEK 

INHALATION STUDY OF TITANIUM DIOXIDE 



(Study N
o. 0856)



0.01 0.1 1 10 100

cu
m

ul
at

iv
e f

re
qu

en
cy

 (%
)

Perticle Diameter[μm]

FIGURE 2    PARTICLE SIZE DISTRIBUTION CURVE  0.2 mg/m3
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FIGURE 3    PARTICLE SIZE DISTRIBUTION CURVE  1 mg/m3
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FIGURE 4    PARTICLE SIZE DISTRIBUTION CURVE  5 mg/m3
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FIGURE 5    PARTICLE SIZE DISTRIBUTION CURVE  25 mg/m3
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FIGURE 6 BODY WEIGHT CHANGES OF MALE RATS IN THE 2-WEEK 

INHALATION STUDY OF TITANIUM DIOXIDE 
 

0

30

60

90

120

150

0 1 2

(g)

WEEKS

Control

0.2 mg/m³  

1 mg/m³  

5 mg/m³

25 mg/m³  

 
FIGURE 7 BODY WEIGHT CHANGES OF FEMALE RATS IN THE 2-WEEK 

INHALATION STUDY OF TITANIUM DIOXIDE 


